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Contact Name Patrick C. Edwards Contact Phone +1 770 922 8000 
Accredited to ISO/IEC 17020:2012 Effective date:  July 2, 2020 

 

 
Field and Range of Inspection Regulations, Inspection Methods, Standards 

and/or Specifications 
Fabricated Products 

Basic Hardboard CPA-EWST-QAM; ANSI A135.4 

Cold Formed Steel Trusses QUAL-PM Sec. 7.0; E30-PM-CFS Truss; E30-SOP-
CFS Truss; AISI S214 

Composite Wood Products – Formaldehyde 
Emissions 

CPA-HCHO-QAM-EPA 
CTCS QP-13-2  
CARB ATCM per CCR 93120 
EPA TSCA Title VI 

Cross Laminated Timber (CLT) QUAL-PM Sec. 7.0; TP Inspection Procedures for 
CLT and ANSI/APA PRG 320 Standard for 
Performance-Rated Cross-Laminated Timber 

Engineered Wood Siding CPA-EWST-QAM; ANSI A135.6 

Engineered Wood Trim CPA-EWST-QAM; ANSI A135.7 

Hardwood and Decorative Plywood – Formaldehyde 
Emissions 

CPA-HCHO-QAM-EPA 
CTCS QP-13-2 per ANSI/HPVA HP-1 

Metal Plate Connected Trusses QUAL-PM Sec. 7.0; TP Quality Assurance Program 
for Metal Plate Connected Wood Trusses;  
ANSI/TPI 1 Standard  

Mechanically Laminated Wood Assemblies QUAL-PM Sec. 7.0; TP Inspection Procedure for 
Fingerjoints Used in Mechanically Laminated Wood 
Assemblies; ANSI/ASAE EP 559.1 Section 4.5 

Non-Structural Use Panels:  Particleboard and MDF QUAL-PM Sec.7.0; TP Certification Requirements for 
Non-Structural Panels; ANSI A208.1 and A208.2 

Prefinished Hardboard Paneling QUAL-PM Sec. 7.0; CPA-EWST-QAM; ANSI A135.5 

Structural Composite Lumber QUAL-PM Sec 7.0; TP Quality Auditing Procedures 
for Lumber, TP Stud Use End Jointed Lumber QC 
Program; WWPA Glued Products Procedures 
(referencing ASTM D5456) 

Structural Glued-Laminated Timber QUAL-PM Sec. 7.0; TP Engineered Product Audit 
Procedure; AITC 200 Inspection Manual for 
Structural Glued Laminated Timbers; ANSI/AITC 
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Field and Range of Inspection Regulations, Inspection Methods, Standards 
and/or Specifications 

A190.1; AITC 200 Inspection Manual for Structural 
Glued-Laminated Timber 

Structural Use Panels: Plywood, Composite Panels, 
OSB, and Other Approved Materials  

QUAL-PM Sec. 7.0; TP M-4 Panel Certification; 
AS/NZS 2269; APA PS1 and PS2; CSA 0325;  
CAN/CSA 0121; CAN/CSA 0151 

Wood I-Joist  QUAL-PM Sec. 7.0; TP EWP-SOP-Wood I-Joist; 
ASTM D5055 

Wood Wall and Floor Panel Assemblies QUAL-PM Sec. 7.0; E31-DOC-MOCA Wood Wall 
Panel Plant Manual; E31-PM-MOCA Wood Wall 
Panel; E31-SOP-MOCA Wood Wall Panel; IBC 
Chapter 23; IRC Section 602 

Fire Retardant/Preservative Treated Wood 

Preservative and Fire Retardant Treated Lumber and 
Plywood 

QUAL-PM Sec. 7.0; TP TRT-SOP-TRT Inspection 
(referencing AWPA U1, T1, M2, M19, M21, M22, 
M23, M24 and M25); ICC-ES AC326; and TP FRT-
SOP-FRTW Inspection (referencing ICC-ES AC66). 

Grading of Wood Products 

Log Grading QUAL-PM Sec. 7.0; TP E35-SOP-Log Home 
Program; TP Building Log Grading Rules; ASTM 
Standard D3957 

Lumber Grading QUAL-PM Sec. 7.0; TP E10-SOP-Lumber_ALSC; 
Voluntary Product Standard PS-20, American 
Softwood Lumber Standard 

Manufacturing in fields specified above ICC-ES AC304 
 




